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In this paper, different composite materials have been developed and characterized for different

applications in the health science field and as optoelectromechanical sensors. In this work,

the authors have focused on two different types of composite materials. The first one having

a matrix of polyisoprene (main component of natural rubber band) and the other with a matrix

of polydimethylsiloxane, which is a biocompatible elastomer. Three different two-dimensional

(2D) materials such as graphene, MoS2, and WS2 have been used as fillers in this study. In order to

develop these composite materials, the authors used a solvent based exfoliation-processing tech-

nique in order to reduce the size of the tactoids of the 2D materials, to later on implement them into

the different matrixes. N-methyl-2-pyrrolidone has been our selected solvent for the exfoliation

process since it has been reported as one of the most effective solvents in the exfoliation process.

Using some designed features, the authors were able to characterize the electrical properties of the

composites as a function of strain or deformation, which the authors report on in more detail here.
VC 2017 American Vacuum Society. [http://dx.doi.org/10.1116/1.4979603]

I. INTRODUCTION

The world of two-dimensional materials, a current hot

topic, is a place with current and upcoming frontiers. The

recent discovery of graphene at the University of Manchester

in 2004,1 leads to the surprising conclusion that thin flakes/

sheets of materials, in a range of a few atoms thick, can be

stabilized. This experimental approach unveiled a new

domain of outstanding and novel materials with surprising

applications and properties that can guide the human society

to take a huge step in the technology and science. In fact,

some of these flourishing applications translate to solar cells,

ultracapacitors, capacitive sensors, nanoelectronics, flexible

electronics, transparent conductive electrodes, and some

touch screens as well.2–8 Although graphene has a wide range

of novel properties,9 it also has tough barriers that need to be

overcome. One of the alternatives that came up to solve these

issues was to look up for materials that share similarities with

graphite and graphene. Certainly, a group of materials such as

hexagonal boron nitride and transition metal dichalcogenides

(TMDCs) stood higher than any others since they have very

similar properties in the layer form.10–12 TMDCs are com-

pound materials formed by a transition metal (from IV B, V

B, and VI B families of the periodic table) and a chalcogen

such as S, Se, and Te. In fact, these materials were used as

dried lubricants since the 1960s.10 Some of these TMDCs

show an intriguing bandgap transition, from indirect bandgap

to direct bandgap, when being processed from their bulk form

to their layered state.8 The direct band gap makes these mate-

rials suitable for electronic device applications in the semi-

conductor industry.

Another important aspect that put TMDCs and layered

materials in the scope of these recent years is the ease with

which they can be processed. The key of their processing rests

on their chemical bonding. The intralayer covalent bonding

interaction and the weak interlayer interactions produced by

van der Waal forces have led to simple ways to process these

materials. These processing techniques have been divided into

two main categories: top-down and bottom up approaches. An

example of a top down approach is mechanical exfoliation,

where a 2D material is peeled from the bulk crystal to their

layer form with the help of conventional scotch tape. For the

bottom up approach, chemical vapor deposition is one of the

most common methods used nowadays. All these approaches

have their advantages and disadvantages, since some of them

can have low yields, poor quality, or they are expensive. One

approach that is slowly getting more and more attention is the

solvent-based exfoliation.12,16,17 A top-down approach can be

accomplished with the help of a solvent and a generated tur-

bulent flow exfoliation of the bulk material. Coleman

et al.13–15 and others16–18 have dedicated much of their efforts

in providing information regarding different solvents such as

cyclohexanone, N-methyl-pyrrolidinone (NMP), dimethylfor-

mamide, isopropanol (IPA), and dimethylacetamide for this

solution-based technique.

The aim of this study is to provide some information that

is useful in the understanding and explanation of some of the

interactions of these TMDCs and layered materials with dif-

ferent polymers such as polyisoprene and poly-dimethyl-

siloxane. This is with the intention to expand the suitable

applications of 2D materials as filler particles in polymer

matrix composites. Ruoff and coworkers have focused their

early work on composite materials, where graphene and

materials similar to graphene are used as filler particles.19–21a)Electronic mail: akaul@utep.edu
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Graphene and other allotropes of carbon have been used in

the fabrication of different transparent and stretchable devi-

ces such as field-effect transistor for wireless monitoring

sensors,22 devices integrated with a network of sensors that

are capable of monitoring and sensing toxic gases.23 In the

same way, different materials such as silver nanowire com-

posites have been utilized as wearable heaters for treating

joint injuries,24,25 expanding the possible applications of

these flexible devices to the health science field. Solvent-

based exfoliation was the selected technique to process our

2D materials from bulk to single and multilayers, where

detail procedures used for the processing of these composites

are presented. Also, different characterization techniques

such as SEM, electrical characterization with the help of a

micromanipulator, and a semiconductor parameter analyzer

were implemented to provide information that was used to

analyze and compare different composite materials that can

be implemented as wearable electronics and health monitor-

ing sensors.26–32

II. EXPERIMENTAL SECTION

A. Preparation of 2D materials dispersions

Raw material (as received powder) of graphite, MoS2,

WS2, and aluminum was obtained from Sigma Aldrich. To

make the dispersions, initial powder of each material was

bath sonicated on an NMP solution, with the help of a

Branson 4500H bath sonicator, at high power for different

sonication times. These sonication times ranged from 0 h up

to 18 h. The concentration of powder used for each of the

materials mentioned above was 37.5 mg per ml of NMP. For

maximal reliability, dispersions of graphite, MoS2, WS2, and

aluminum were divided into five different sets of samples,

each of one corresponding to a specific sonication time (0 h,

30 min, 6, 12, and 18 h). Then, different characterization

techniques were used to analyze each sample.

B. Fabrication of polyisoprene matrix composite
(natural rubber band)

For the elastomer based composites, two different concen-

trations were taken into account. Two different loadings of

37.5 mg ml�1 (low concentration) and 75 mg ml�1 (high con-

centration) were used. In order to prepare the composites, we

follow the procedure proposed in Ref. 33. There, commercial

rubber bands were soaked in toluene for two hours to open

up the crosslinks of the elastomer. After 2 h, the rubber bands

are then transferred to a vial containing NMP and the soni-

cated powder material. The rubber bands are left inside the

vials containing the dispersion for about two days; this is to

allow the sonicated powder diffusing into the elastomer

matrix. Then, the rubber bands are placed inside an oven at a

temperature of 60 �C in order to remove all the NMP and

water contained inside the band. After drying off the compo-

sites, silver paste (Pelco
VR

Conductive Silver Paint, Product

No: 16062) was used as electrical contact onto the compo-

sites for electrical measurements with the help of a microma-

nipulator and a Hewlett Packard Precision Semiconductor

Parameter Analyzer 4156A while mounted on a fixture

designed in our lab (Fig. 1).

C. Fabrication of PDMS matrix composite

Polydimethylsiloxane (PDMS) composite fabrication

method is summarized as follows: The monomer (Sylgard

184 silicon elastomer Part No: NC9561957) is provided in

the liquid form. The sonicated powder was mixed with the

monomer, until uniform distribution was achieved. Then, cur-

ing agent was added and mixed with the monomer and soni-

cated powder mixture. This is to promote polymerization and

formation of PDMS. Graphite and MoS2 were the materials

selected to reinforce the PDMS matrix; we discarded the

WS2 since it prevents the solidification/polymerization of the

PDMS monomer once the curing agent/hardener is added.

This decision was taken because during the first set of experi-

ments with WS2, a sudden release of energy in the form of

heat (an exothermic reaction) took place once the curing

agent was added. As mentioned before, this interaction pre-

vented the solidification of the polymer, making us believe

that 2D layer materials (depending on the amount added) can

modify the polymer chain. Further analysis using techniques

such as differential scanning calorimetry would be necessary

to provide a better understanding of the exact mechanisms

and reasons for this behavior. Two different concentrations

were considered in this case, 15 wt. % filler material and

20 wt. % filler material; these concentrations were selected

since we have found the percolation threshold of the compos-

ite was around these values. First, we poured the liquid

PDMS in an aluminum boat for measuring its mass. By fol-

lowing the 1:10 weight ratio of curing agent:PDMS, we

added 10% of the current mass of the PDMS contained in the

aluminum boat in the form of curing agent. Then, the respec-

tive mass of graphite and MoS2 is added to the curing

agent:PDMS mixture, and then, it is thoroughly stirred until

uniform distribution is achieved. Once the mixture is done,

we poured some of it on top of regular glass slides, and with

the help of a spin coater (Laurell Technologies Corporation,

Model WS-650MZ-23NPPB), we treated the samples at

250 rpm for 80 s. After that, the glass slides containing the

spin coated PDMS composite were baked in an oven for 1 h

at 100 �C in order to promote the partial crystallization/solidi-

fication of the PDMS composites.

FIG. 1. (Color online) Schematic of the designed fixture used in the electrical

characterization of the rubber band–graphene composite material. This

device is designed so that the elastic band can be stretched and held at

the stretched position, allowing electrical characterization with the micro-

manipulator. The dimensions of the fixture are as follows: length¼ 9.5 cm,

width¼ 3 cm, and height¼ 2.5 cm.
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III. RESULTS AND DISCUSSION

A. Structural characterization

With the help of the MicroTrac S3500, the as received
powders of graphite, MoS2, WS2, and aluminum were ana-

lyzed at different sonication times (tsonic): 0, 0.5, 6, 12, and

18 h. In order to do so, each sample of each material was pre-

pared as explained in Sec. II. Then, each sample was trans-

ferred to IPA solution in order to start the examination with

the Micro Trac system. This system utilizes three different

lasers (two blue and one red) in order to quantify the size of

different particles. The blue lasers and the red laser have a

wavelength in the range of 360–480 nm and 625–700 nm,

respectively. Subsequently, the dispersion was drop casted in

silicon wafer (oxide thickness� 270 nm) to perform SEM

and Raman spectroscopy.

With the help of MATLAB software, we were able to ana-

lyze and correlate the particle size distribution of the as

received powders to some known statistical distribution

curves. Figure 2(a) shows the particle size distribution of the

MoS2 powder. From the graph, we can see that the average

particle size of the MoS2 is around �5–6 lm and the maxi-

mum particle size is about �40 lm. This particle size distri-

bution fits the statistical model given by a Nagakami type

distribution. In Fig. 2(b), the particle size distribution of

WS2 can be observed. In this case, the average particle size

of the as received powder is about �12–18 lm, but the high-

est particle size is in the range of 150 lm. The statistical

model fitting the particle size distribution curve is a Burr

type distribution. As received graphite powder particle size

distribution can be seen in Fig. 2(c). This graph indicates

that the average particle size is about �850 lm and the larg-

est particle has a diameter of about �1600 lm. In this case,

an extreme value distribution is the one that best fits the par-

ticle size distribution. Last, we have the as received alumi-

num powder sample. The aluminum average particle size is

about �18–24 lm, and the largest diameter particle was

found to be around 200 lm [see Fig. 2(d)]. This time, a

Birnbaum–Saunders distribution best fits the distribution.

This is found to be interesting, since the Birnbaum–Sanders

distribution (also known as fatigue life distribution) was ini-

tially designed to analyze particle size reduction due to

fatigue failure mechanisms. From all the as received pow-

ders, the aluminum sample was the only one fitting a statisti-

cal model related to processing undergone by the material to

achieve the final product.

B. Rubber band (elastomer) composite versus PDMS
(elastomer) composite

Figures 3(i)–3(iii) show SEM pictures of graphite at dif-

ferent sonication times to actively see the graphite tactoids

FIG. 2. (Color online) MATLAB software was used to analyze as received particle size data of the different materials used as fillers in the composites. With the

software, we found the particle size distribution of the as received powders. While modeling, we found that different known statistical distributions were

matching powder data. Some of these statistical distributions were not designed for particle size distribution, but they still match our data. (a) MoS2 fits a

Nagakami type distribution. (b) WS2 fits a Burr distribution. (c) Graphite particle size distribution fits an extreme value distribution. From all four materials

(graphite, MoS2, WS2, and aluminum), only aluminum showed a statistical distribution that in fact could talk about the processing method that the vendor/

company used to provided the aluminum powder. (d) Aluminum showed a Birnbaum–Sanders distribution or fatigue life distribution. It is mostly related to

failure times, but if we put it into context, this can provide us some information regarding the process they used to manufacture/decrease the particle size of

the aluminum powder.
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breakdown into smaller tactoids or single layers. The 18 h

sonicated graphite particles were used in the preparation of

the composite materials. Refinement on the processing of the

composites with materials other than graphite is needed in

order to attain better results.

1. Electrical characterization

In this section, we used the fixture shown in Fig. 1 for

measuring the current versus voltage behavior of the com-

posite as a function of strain. In fact, rubber bands with gra-

phene increase their resistance as the strain induced by the

custom made fixture increases (Fig. 4).

2. Elastomer electrical properties comparison

Due to the fact that our polyisoprene (rubber band’s main

component) based composite material showed good response

to the strain produced by the human body joints during

motion, we decided to use a biocompatible polymer (PDMS)

since any possible allergic reaction or skin irritation could

be prevented by the use of it. In Fig. 5, there is a LogI vs V

curve where both elastomer composites (rubber band and

PDMS) are being compared. The blue lines (three lines at

the top of the graph, and the noisy two lines at the bottom)

represent the current passing through the PDMS-graphite

composite at a specific strain induced by the motion of the

finger as shown in Figs. 5(b)–5(f). The red lines (the five

lines in between the top three lines and the two broken/noisy

lines at the bottom of the chart) represent each of the current

levels of the rubber band-graphene composite at different

strain levels. It can be said that the current is a few orders of

magnitude higher for the PDMS-graphite composite, than

for the rubber band composite. This can be attributed to the

different fabrication process that each sensor undergoes. In

the PDMS matrix composite, there are a much higher num-

ber of graphite particles allowing the charge carriers to go

through. This is because the particles were directly mixed

with the matrix material. On the other hand, the graphene–

graphite particles that are touching each other is much less

since these particles migrate inside the rubber band by

FIG. 4. (Color online) I–V curve of the polyisoprene–graphene composite

material. This graph shows the electrical response to different strain levels

ranging from 0% (no strain) up to 75% strain. Current intensity decreased as

strain induced by fixture (Fig. 1) increased.

FIG. 3. SEM image of the graphite particles at different stages of sonication.

(i) The as received graphite particle morphology. (ii) Flaking of the particles

starts appearing. (iii) Noticeable particle size reduction from the initial con-

dition. All pictures are at the same magnification (4800�).

FIG. 5. (Color online) (a) I–V comparison between both elastomeric compo-

sites (PDMS matrix and polyisoprene matrix) in a log scale. Five measure-

ments at different strain levels (b)–(f). The blue lines (three lines at the top

of the graph, and the noisy two lines at the bottom) represent current

response of PDMS material at different strain levels (b)–(f). (b) The strain

induced into the sensor, which translates to the first line of both devices

(blue and red). Equally, the red lines (the five lines in between the top three

lines and the two broken/noisy lines at the bottom of the chart) represent

current response of polyisoprene composite measurements (b)–(f). As the

strain increased from (b) to (f), the current level passing through decreased.

PDMS was only able to withstand three out of the five different strain levels.

Irregular blue lines (the last two lines at the bottom of the graph) represent

the failure of the composite at strain levels showed in (e) and (f), (f) repre-

senting the strain at the last line in (a) from top to bottom of both polymers.
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diffusion process once the crosslinks loose enough to have a

high enough driving force for this to happen. The PDMS

might allow a higher current to go through, but there is a

strain level after which the current becomes much lower than

the rubber band current at similar strain levels. This was

expected since the strain produced by the third movement

[Fig. 5(e)] ripped apart the matrix material since the elasticity

of the PDMS is not as good as the elasticity of a rubber band.

In fact, the elasticity of the PDMS heavily depends on the

thickness of the sensor, the lower the thickness higher the

elasticity. This can be attributed to the fact that at a much

lower thickness, the molecules of this polymer can rearrange

themselves in an easier way than when much more molecules

are present (thicker sample).

IV. CONCLUSION

In this paper, chemically exfoliated particles of graphene

can be used as filler material in polymer composites. With

the help of toluene and a mixture of water and NMP, 2D par-

ticles can be diffused inside the matrix of a rubber band

(mostly composed by polyisoprene). This composite mate-

rial can be used as a strain sensor where we see the modula-

tion of the current with mechanical deformation. We then

also proceeded to form composites with a biocompatible

elastomer material (PDMS). From this comparison, we con-

clude that the PDMS composite allows better current flow

due to the fabrication procedure, but it does not exhibit

nearly good elasticity as the rubber band composites.
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